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	Material
	Target
	Current(mA)
	Power(W)
	Rate(Å/s)

	Py
	1
	
	
	

	Ru
	2
	100
	30
	0.59

	Co
	3
	100
	35
	0.77

	Ta
	4
	
	
	

	Argon Pressure(mT)
	Cryopump(K)
	Regenerator(mBar)

	2.5
	15K
	

	
	Sample ID
	Target
	Time(s)
	Thickness(nm)

	1
	
	
	
	

	2
	
	
	
	

	3
	18-10-10_S1
	Ru (50A) / [Co (20A)/Ru(20A)]x6 / Ru (20A)

	4
	18-10-10_S2
	Ru (50A) / [Co (20A)/Ru(20A)/Co(15A)]-6 reps of Co/Ru alternating Co thickness / Ru (20A)

	5
	18-10-10_S3
	Ru (50A) / [Co (20A)/Ru(20A)/Co(10A)]-6 reps of Co/Ru alternating Co thickness / Ru (20A)

	6
	18-10-10_S4
	Ru (50A) / [Co (20A)/Ru(20A)/Co(25A)]-6 reps of Co/Ru alternating Co thickness / Ru (20A)

	7
	18-10-10_S5
	Ru (50A) / [Co (20A)/Ru(20A)/Co(30A)]-6 reps of Co/Ru alternating Co thickness / Ru (20A)

	8
	18-10-10_S6
	Ru (50A) / [Co (20A)/Ru(20A)/Co(35A)]-6 reps of Co/Ru alternating Co thickness / Ru (20A)

	9
	
	
	
	

	10
	
	
	
	

	11
	
	
	
	

	12
	
	
	
	

	13
	
	
	
	

	14
	
	
	
	








