	Date:20-10-10

	Material
	Target
	Current(mA)
	Power(W)
	Rate(Å/s)

	Py
	1
	
	
	

	Ti
	2
	100
	30
	0.335

	Co
	3
	
	
	

	Al
	4
	70
	32
	?

	Argon Pressure(mT)
	Cryopump(K)
	Regenerator(mBar)

	2.5
	15K
	

	
	Sample ID
	Target
	Time(s)
	Thickness(nm)

	1
	
	
	
	

	2
	
	
	
	

	3
	20-10-10_S1
	Al 200s

	4
	20-10-10_S2
	Ti 400s : xrd gives 134 angstr.

	5
	20-10-10_S3
	Al 200s / Ti 400s

	6
	Sausage
	Al 200s / Ti 478s

	7
	SV stack1 ebl
	Al 200s / Ti 478s

	8
	SV stack2 ebl
	Al 200s / Ti 478s

	9
	Si\SiO
	Al 200s / Ti 478s

	10
	
	
	
	

	11
	
	
	
	

	12
	
	
	
	

	13
	
	
	
	

	14
	
	
	
	








